
10.3m @ 

10.6%, 52 g/t

29m downhole thickness of galena-

silver-barite veins, including: 

3.1m @ 5.6% lead and 12 g/t silver and

0.5m @ 22.3% lead and 48 g/t silver

1.1m @ 5.4%, 12 g/t
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3.6m @ 6.2%, 

6 g/t

2.0m @ 4.6%, 

4 g/t
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